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PRODuCT EFLL"TIN 
GYPSUM PRODUCTS 

GYPSUM Wlli-30PJl.D I LUI LETII·~ r-iO: 

.''

1 5/8" (71Til X) D/\1 F• 

I 
B-41 f 

7/1/70 i' 
1 of :3 I ' NOISTURE GUPJID PAGe: 

APPROVALS( 
-' I ,· -

- (_'·~-, -" • '.<A •jAf , 
~ t'J _'_4 -.7 .::.:_;j_.-_r-_'LQ ___ A_.~~~--·_c_-_6_3_0 

--------------1 
. I 

CANCCLS: 
DATE: 

----------------- l 

PRODUCING PLANT: L.:mg Beaoh, Antioch, Seattle, Rosario, Delanco, .~rackson'rille 

CORE FORJnJTA: 

Board Stucco 

Paper Fiber 

Glass Fiber 

(H-s~,!SF) 

(S-l,S-2) 

(B-G-l) 

(B-G-1) 

Vermiculite Ore (RM-B28) 

Starch (RM-!Jl:U.) 
-·I·r ·.,· • _l 

Core Foaming -~e~c 

ALS or AAS (5-G-1) 

Lignin (B-G-l) 

End Trim ( B-G-l) 

Pota::siur. S:.:G_fe.~e (B-G-1) 
(in ..::olation) 

Asphalt-Wax E~r.w.oim: 
(gal/.lFS) (IC!t-I32!.) 

1625-1875 

0--12 

:3.8-4.2 

9-12.5 
\._ .' 

0-2.0 

5.5-6.5 

0-60 

6.5-7.5 

20-22 

Note: Eotc-·:te iYP.:ent::;::,• of a-Sphe:.l t-r,:.ra.x erriul3iOll.. f!o n:Jt u.se emulsion 
ov·2.r :30 :·1ayc old ,,._,_!_ t~lC''J.t p:re-~GBct.S~-:.g 0~1 the t:o~;.rd line. 
Potas:~,i~1IT! ~ulfu:~e r:-.w . .r~ 1Je f<2d in a w2.t2r solution fo::·~:J. 

(RM-B-lt., R, C) 

Back Pap>?:L': ~·IIoistU!'2 G-ua~cd Gray fa:r;-er 1./l-2_/!/' ·.vi::e (EJ~:!:-B-1, A, B, C) 

OPERATING S?~C1FICATI~:-.:;.s: (RefeJ." ~~-::> PrcC.uct E:ulli~tj_n D-G-2 for Ger:eral 
Sp-~c:i.fie:r~tj ems) 
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... ..:.·:c=.::.:::.::::=·i··j·c:.-.-:.-=::~====~-==-=:-- --====:-----------·=r=------=-::=--==:c:=c.::::::c.-_::::c=.:c:: . .-i·i .... . I I !lULLETl i" NO: B-41 ' . I PRODUCT BULLETIN GYPS1JM \'IALLBQARD. D! H· 3/15/74 111 
. GYPSUM PRODUCTS 5/8" (TYPE X) i A'GE·· . 2 . f .3 : 

MOISTh'RE GUARD I p . 
0 

lj ::·. APPROVALS: . J 

CANCELS: B-41 I' 
ASTM C 630 DATE: 7/1/70 j! 

- \1 

I i 
OPERATING SPECTFICATIONS .(Continued) 

2. Slurry Settir.g Time, minutes 2-4 
,. 

I I 
I! 
•' I I 
i I 

3. Wet Slurry Weight, lbs ./c/f/ 75-85 

4. W0t Corr.pressive Strength, psi, 2.35-400 

5. Moisture Content at Tal-:e-Off (prong type !Deter) 
percent 15-20 

PROJUC7 SPFCIFIC/,71CllS: (Refer to Product 3ulletin B-G-4 f8r General 
Specificac;ions) 

I i 
I! 

I i Wet ·weight, lbs ./!v1SF 

DI"J Weight, lbs ./MSF 

Evaporation Lo.::;s, lbs .;l~F 

Thicknesa, Ave~age (inch) 

Thiclme2s, 

EO.ges 

Edgo Hardness 0 Take-Off, rrdn. (l'os.) 

End Peel After Sawing, rr,ax. (ir.cn) 

Flexur::.l S-:.ren_:th, :r:inimwn 
Across Grair:. - lbs. 
Paral.lel 

Deflection at 'Jrea}::, mirdmu:n 
Across Grain - lrch 
Parallel 

Punch Teet, l":os . 

Modulus ·:Jf Rupturt::, maximu::1 

Twist Test, mc..xi!UlY.! split 
Face - Inch 
Back - Inc~1 

.3525-.3825 

! I 
2300-2500 Alerago I 1 

1225-1325 
2400 I I i! 

'' ,, 
I' 

0.609 - 0.630 Avg. J i 

:!::o.OlOl frorr 

Tapered 

0,615 I. 
i ~ 

ave. 

10 min. 18 max. 14 avg. 

1/S 

180 
62 

0.25 
0,:'.5 

700-900 

2ED 

l/2 
1/2 

' 
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'I f PRODUCT BULLETIN GYPSUM l'iALLBJARD I p,~ ll.E n N NO: B-41 
i GYPSTh! PROWCTS I 5/8" (TYPE X) I Dr\ TE: 7/1/70 
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i'APPROVA~s.: I ,\/'I nNCELS: B-41 

•' •' ~ A ~ lv \ TE 1/21/64 

l
;:,.,_;_t\jft~~'{'11-_.._L: __ j____A.s.T.M. C-630 _-_: --------~~ 

PRODUCT S;~CIFICATIONS: (c<:mtinued) i 
1 Hammer loss, decigrams ·~~ 
I Individual Test, maximum 5.0 ! 
II @ 1', Bond High Humidity, maximum peel I Face inch 1/2 j ! 

I 
Back inch 1/2 I i 

Water Inm;ersion Test, 2 Hours I ! 

I 
. . i i 

I'!:. 

I I I, 

1i 

I 
I I 
I' 

II 

i i , I 

Weight Gain, pe::'cent, max.. 5.0 
(Water Immersion test is made accor-iing to 
the procedure specified in A.S.T.J.~. C47J) 

1 
i 

Surface Water Absorptio1;1 Test, J j 
Weight gain after 2 h::t:.rs, perce!1t, raax. 1.0 11. 
Cobb Test per A.S.T.M. C-630 

Face Prin~ir;g shall read: 

5/$ 11 Nul1-A-Fi!·e Type X p;mnD ;;.rn+s1o~\I 
Moisture Guard X aCU::.L d.IJ,E-'l-1D1N uS/~ 

Note: W nc/.:. use U .L. Eu::,dli!1§: Tape 0:::1 
5/8 1: l'ype X l.:Oi.s:.un: G'.Jarcl 
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